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I. MECHANICAL PROPERTIES OF MATERIAL 

 

  

1. Aluminium & 

Aluminium Alloy 

Wire /Rod                                         

UTS IS 1608: 2005 
 

0.025 kN to 200 kN 

   0.065 kN/mm2 to 0.155 kN/mm2 

 

  Elongation on 250 mm GL IS 1608: 2005 6 % to 30 % 
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